
SITE PAVEMENT LAYER BASE LAYER SUBGRADE LAYER 

BORING C/L TYPE THICK WIDTH TYPE THICK SAMPLE LL THICK SAMPLE ID FIELD IDENTIFICATION LL NMC RES 

NO LOCATION STA OFFSET (IN) {FT) (IN) ID PI {FT) SOIL GROUP LAB CLASSIFICATION PI %0RG %SILT pH DC PI 
S-2 CRUMBLY BROWN 33 20.8 

1 RTLN 127+00 5'RT AC 3.00 20.08 sc 9.00 SC-1 NP 3.00 A-4{06) STY LM &ORG 8 3 61 9 
S-3 CRUMBLY BROWN 34 21.1 

2 RTSHLD 127+00 12'RT RGM 2.50 -5 ** 3.79 A-6 (12) STYCLLM 12 2 70 
S-5 CRUMBLY BROWN 32 22.7 

3 LTLN 120+10 5' LT AC 3.00 19.83 sc 9.00 (SC-1) 3.00 A-4 (07) STY CLLM 8 2 67 
S-6 CRUMBLY BROWN 36 19.4 

4 RTLN 112+99 4'RT AC 3.50 20.00 sc 8.50 (SC-1) 3.00 A-6 {10) STY CL LM & ORG 11 3 63 
S-7 CRUMBLY BROWN 37 21.1 

5 LT LN 105+99 5' LT AC 3.00 19.92 sc 9.00 (SC-1) 3.00 A-4{09) STY CLLM 10 2 62 9 
S-8 CRUMBLY BROWN 38 21.2 

6 LTSHLD 105+99 12' LT * ** 4.00 A-6(13) STY CLLM 13 2 64 
S-9 FAIRLY STIFF BROWN 41 23.8 

7 RTLN 98+99 4'RT AC 3.50 20.17 sc 8.00 (SC-1) 3.04 A-7-6 (18) STYCL&ORG 18 3 62 
S-11 CRUMBLY BROWN 32 21.9 

8 LTLN 91+97 4' LT AC 3.50 20.00 sc 8.00 SC-10 NP 3.04 A-4{09) STY CL LM & ORG 10 3 67 
S-12 CRUMBLY BROWN 35 22.8 

9 RTLN 84+99 5'RT AC 3.00 19.83 sc 9.00 (SC-10) 3.00 A-6{12) STY CL LM & ORG 12 3 66 13 
S-13 CRUMBLY BROWN 30 23.9 

10 RTSHLD 84+99 13'RT * ** 4.00 A-4{08) STYCLLM 8 2 71 ! 

KEY: PROJECT: H.004932, CS 424-05: Interchange US 90 at LA 318 {CSLM 2.8- 2.9) in 

REPOBI: St. Mary Parish (Borings were taken on US 90 Frontage Road at LA 318) \,,,\It \Ill Ill 111t
11 

STA - Station NOTES: ,,''t. oF LOu/'',,, ,- '\ ,.,-..._, S' ... , 
C/L- Centerline ~, ~· tt'~w ~ ~ 
LL- Liquid Limit • Roadway surface is in excellent condition. ::"- ;t~. -t--:.. 

~VJ ~~ )7~. 
PI - Plasticity Index • DCP tests taken in close proximity to boring location. DCP data available upon ::* ' *-,: 
NMC- Natural Moisture Content request. - 11ARC'A R G~'P ,, ..... -,., -:: i'/! .. d. . · H \i\2Ut.H :; 

ORG - Organic • Width of shoulder area averages approximately 4 feet. ~. REG. No. 24914 E. 
RES - Resistivity I'"- No indication of surfacing found 0::: REG,3TERED i£ 
DCPI - Dynamic Cone Penetration Index "'"' - No indication of raw or stabilized base found ~ PROFESSIOi~AL ENG•Nf:ER .~ 

-;. (1.. !N ~ 
DATA: ~ /V, ~ ~ z ' 
AC- Asphaltic Concrete CL- Clay cf{2i:11ii" ,,, SC- Soil Cement LM- Loam 

S- Sample NP - Non-Plastic 

RGM - Rap Gravel Mixture ORG -Organic 

Cf-1 s -/· LN -lane STY- Silty 

SH LD - shoulder --Approximate DISTRICT LABORATORY ENGINEER 

( ) - Denotes referenced sample SHEET 1 OF 1 
·--- ·-




